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Comparison - Cathodic protected anchor
- Galvanize coated anchor

Average life Average Cost per

span of anchor Price Year
Galvanize-coated - 5 yrs. $ 15.00 $5.00
Cathodic - 25 yrs.+ 38.00 1.52

Average installation costs, per anchor - Range $200.00 - $400.00*

Total average cost, per anchor (25 vr period)
Galvanize coated, $ 1,075.00 to $ 2,075.00
Cathodic $ 238.00 to$ 438.00

$2,500.00

$2,000.00

B Galvanize
B Cathodic

$1,500.00

$1,000.00

$500.00

$0.00

I Depending on soil type, time\distance to location, and operator.

2 Replacement includes another installation costs for each failure.

Underground Corrosion, data by RomanofT, is published by the
US National Bureau of Standards, in 1957 (Circ. 570,27)



